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BASF Constr. Chemicals Lancaster, TX 2425 W. Longhorn Dr.

                                        Lan 75134     

Concrete Admixtures                 1054

Air-Entraining Admixtures

Air Entraining Agent for Concrete      Reporting Unit = gallons MB AE 90 (TX)

MBVR Standard (TX)

Micro-Air (TX)

Water-Reducing Admixtures

Type A Water Reducing Agent for Concre Reporting Unit = gallons PolyHeed 1020  (TX)

PolyHeed 1720  (TX)

PolyHeed FC 100 (TX)

Polyheed 900 (TX)

Polyheed 997 (TX)

Polyheed N (TX)

Pozzolith 322NS (TX)

Type F High Range Water Reduce Agent   Reporting Unit = gallons Glenium 3030NS (TX)

Glenium 3400NV (TX)

Glenium 7700  (TX)

PolyHeed 1020  (TX)

PolyHeed 1720  (TX)

PolyHeed 997  (TX)

Rheobuild 1000 (TX)

Retarding Admixtures

Type B Retarding Admixture for Concret Reporting Unit = gallons Delvo Stabilizer (TX)

Pozzolith 100XR (TX)

Pozzolith 200 N (TX)

Pozzolith 300R (TX)

Pozzolith 322N  (TX)
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Retarding Admixtures

Pozzolith 80 (TX)

Type D Water Reduce & Retard Admix Con Reporting Unit = gallons Pozzolith 100-XR  (TX)

Pozzolith 322N  (TX)

Pozzolith 80 (TX)

Accelerating Admixtures

Type C Accelerating Admix No Chlorides Reporting Unit = gallons Pozzolith NC 534 (TX)

Type C Accelerating Admix W/ Chlorides Reporting Unit = gallons Pozzolith 122HE (TX)
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