
 

SECTION 1056 
 

CONCRETE TINTING MATERIAL 
 
1056.1  Scope.  This specification covers material for tinting concrete as shown on the plans. 
 
1056.2  Acceptance. The contractor shall supply the engineer with a manufacturers 
certification indicating that the material supplied is in accordance with this specification. 
 
1056.3  Concrete Tinting Material.  This material shall consist of a homogeneous mixture 
mineral oxide pigment of an approved tint with such other additives as deemed necessary by 
the manufacturer.  The tinting material shall conform to specification outlined on ASTM 
C979.  The material shall be free from oil, grease, dirt and nonferrous particles.  The tinting 
material shall not contain any material that might promote oxidation of the iron particles if 
exposed to air and moisture, or that might have any detrimental effect on concrete. 
  


