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Section 710.3 Construction Requirements

Comments:

Sentence 4.  If this is a true performance spec, methods of handling

should be suggested, not mandated -- "All systems for

handling epoxy coated bars shall prevent damage to the epoxy coating as

much as possible and damage, as defined below,

shall be repaired to an acceptable condition."

Sentence 5.  Are there industry standards or guidelines that can be

referenced here instead of "the judgment of the engineer"

regarding acceptable damage or acceptable repair.  "The judgment of the

engineer" is very subjective.
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