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	Attachment

Number
	Commenter and Company Name
	Comment
	Action Taken
	If No Action Taken, Explain Why

	1
	Kirsten Munck
	Several editorial comments
	Accepted
	

	1
	Kirsten Munck
	Suggested combining Type II and Type III epoxy
	None
	The team did not think we should combine the two, especially since we had added a Type IV with the addition of the Bridge special for Resin Anchor system.

	1
	Kirsten Munck
	Editorial comments
	None
	Several of the editorial comments were not accepted because the team thought they would cause the specification to lose clarity.

	2
	Dean Franke

Paul Porter
	Addition of Resin Anchor system and Polymer Concrete special provisions.

Adoption of new MoDOT test method T74.
	Accepted
	This was the addition of Bridge special The team combined the suggestions of the two commenters and added the two specials.  

2/14/03

After additional discussions with Bridge, the decision was made to incorporate the resin anchor specification in this section with the intent to retain the current qualified list, which will be replaced with a new list when we have approved at least two resin anchor systems under the new specification.  MoDOT test method T74 was developed to test the resin anchor system.  Both T74 and the new specification were modified to require pullout strength at 24 hours cure time.

	3 & 4
	Team
	
	New test method
	Attached MoDOT test methods T72 and T73 were developed when the Epoxy Polymer Concrete Overlay special provision was incorporated into Secs 623 and 1039.  These should be implemented at the same time as the new version of the specification sections.


