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	Sec
	Question #’s
	Rationale

	1039.1.1
	NA
	Defines what section covers. Removed ‘two component’ because redundant 

with ASTM C 881.

	1039.1.2
	4
	Combining with 1039.1.2.1 to reduce redundancy. Rewording to clarify intent and to meet formatting requirements.

	1039.1.3
	5
	These requirements are necessary to properly document that the system submitted complies with the ASTM specification. Rewording to clarify intent and to meet formatting requirements.

	1039.1.4
	5,6
	Rewording to clarify intent and to meet formatting requirements. We are already accepting by certification per this section.

	1039.2.1
	NA
	Defines what section covers. Removed ‘two component’ because redundant 

with ASTM C 881.

	1039.2.2
	4
	Combining with 1039.2.2.1 to reduce redundancy. Rewording to clarify intent and to meet formatting requirements.

	1039.2.3
	5
	These requirements are necessary to properly document that the system submitted complies with the ASTM specification. Rewording to clarify intent and to meet formatting requirements.

	1039.2.4
	5,6
	Rewording to clarify intent and to meet formatting requirements.  We are already accepting by certification per this section.

	1039.3.1
	NA
	Defines what section covers. Replaced ‘two component’ with ‘multi-component’ because method specification requirement.

	1039.3.2
	NA
	Necessary to specify nature of acceptable systems.

	1039.3.3
	4
	This section contains the performance requirements for the epoxy system.

	1039.3.4
	5
	These requirements are necessary to properly document that the system submitted complies with the specification.  Changed wording to make uniform with approval requirements of other epoxy systems in Sec 1039.  

	1039.3.5
	5,6
	Rewording to clarify intent and to meet formatting requirements. We are already accepting by certification per this section.

	1039.4
	NA
	Moved material requirement for epoxy mortar sand from Sec 623.

	1039.4.1
	NA
	Section added to state use of material.

	1039.4.2
	7
	Removed method specifications and overly restrictive items.

	1039.4.3
	6
	Added requirement for acceptance by certification.

	1039.5
	--
	Moved MSP for Epoxy Polymer Concrete Overlay into std. Specs.

	1039.5.1
	3
	Description required for convenience to contractor and MoDOT.

	1039.5.2
	5
	Performance requirements for epoxy resin material.

	1039.5.2.1
	5
	Performance requirement for overlay system.

	1039.5.2.2
	3
	Essential for convenience to MoDOT and the contractor.

	1039.5.3
	4
	Aggregate requirements essential to assure performance of material.

	1039.5.3.1
	2
	Requirement mandated by state law.

	1039.5.3.2
	4
	Essential to achieve the desired result and to assure performance of the system.
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	1039.5.4
	5
	Performance requirements for overlay system.

	1039.5.5
	4
	Test methods required to assure quality of material.  Two new MoDOT test procedures developed (T72 and T73) to move test procedures that were in the MSP.

	1039.5.5
	4
	Essential for achieving the desired result.

	1039.5.6
	4
	Approval requirements essential to assure quality of system.

	1039.5.7
	4
	Approval requirements essential to assure quality of system.

	1039.5.8
	3
	Required as a convenience to MoDOT and the contractor.

	
	
	

	
	
	NOTE:  This revised specification incorporates MSP 00-01, Epoxy Polymer Concrete Overlay.


