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(Rationale:  Editorial changes were made to bring the specification in line with current specification writing rules.)

9/25/02 – EPSC recommended that this specification be moved to the JSPs for the seldom instances for when it is used and the specification deleted.

2/24/03 – EPC recommended retaining this as a spec, and approved with that recommendation.

SECTION  TC "1031Clay Drain Tile" 1031 XE "Pipe Material:Clay Drain Tile" 

 XE "Drain Tile, Clay" 
CLAY DRAIN TILE XE "Underdrainage:Clay Drain Tile" 
1031.1  Clay Drain Tile.  Clay drain tile shall be in accordance with AASHTO M 179, except paragraphs 6.3, 6.5 and 7.4 shall not apply.  Unless otherwise specified in the contract, only Type II, Extra-Quality or Type III, Heavy-Duty Drain Tile, shall be furnished.
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